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Optifluid HC5B  
    
Hydrocracked Base Oil  
 
 
Product Specification 
 

Test Description Test Method Min Max Typical 
Colour, ASTM ASTM D 1500  0.5 0 
Density at 15°C, kg/l EN ISO 12185   0.835 
Kin. Viscosity at 40°C, mm²/s EN ISO 3104 4.0 5.0 4.17 
Flash Point, Cleveland, °C EN ISO 2592 120  132 
Pour Point, °C EN ISO 3016  -24 -33 
Acid Number, mg KOH/g ASTM D 974   0.01 
Carbon Residue (CCR), % ASTM D 189   0.01 
Sulphur Content, % ASTM D 3120   0.001 
CA, % IR (Brandes)   4 
Distillation 5 % - 95 %, °C EN ISO 3405   285 - 315 
Aniline Point, °C ASTM D 611   85 

 
  
 
 


